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and §179.45 of this chapter, shall com-
ply with any specifications and limita-
tions prescribed by such regulation for
the article in the finished form in
which it is to contact food.

(f) The provisions of this section are
not applicable to vinyl chloride-propyl-
ene copolymers used in food-packaging
adhesives complying with §175.105 of
this chapter.

[42 FR 14572, Mar. 15, 1977, as amended at 49
FR 10111, Mar. 19, 1984]

§177.1990 Vinylidene
acrylate copolymers.

chloride/methyl

The vinylidene chloride/methyl acry-
late copolymers (CAS Reg. No. 25038-
72-6) identified in paragraph (a) of this
section may be safely used as an article
or as a component of an article in-
tended for use in contact with food sub-
ject to the provisions of this section.

(a) ldentity. For the purposes of this
section vinylidene chloride/methyl ac-
rylate copolymers consist of basic co-
polymers produced by the copolym-
erization of vinylidene chloride and
methyl acrylate such that the copoly-
mers contain not more than 15 weight-
percent of polymer units derived from
methyl acrylate.

(b) Optional adjuvant substances. The
basic vinylidene chloride/methyl acry-
late copolymers identified in paragraph
(a) of this section may contain optional
adjuvant substances required in the
production of such basic copolymers.
These optional adjuvant substances
may include substances permitted for
such use by regulations in parts 170
through 179 of this chapter, substances
generally recognized as safe in food,
and substances used in accordance with
a prior sanction or approval.

(c) Specifications. (1) The methyl acry-
late content is determined by an infra-
red spectrophotometric method titled
“Determination of Copolymer Ratio in
Vinylidene Chloride/Methyl Acrylate
Copolymers,” which is incorporated by
reference. Copies are available from
the Center for Food Safety and Applied
Nutrition (HFS-200), Food and Drug
Administration, 200 C St. SW., Wash-
ington, DC 20204, or available for in-
spection at the Office of the Federal
Register, 800 North Capitol Street,
NW., suite 700, Washington, DC 20408.
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(2) The weight average molecular
weight of the copolymer is not less
than 50,000 when determined by gel per-
meation chromatography using tetra-
hydrofuran as the solvent. The gel per-
meation chromatograph is calibrated
with polystyrene standards. The basic
gel permeation chromatographic meth-
od is described in ANSI/ASTM D3536-76,
‘‘Standard Test Method for Molecular
Weight Averages and Molecular Weight
Distribution of Polystyrene by Liquid
Exclusion Chromatography (Gel Per-
meation Chromatography-GPC),”’
which is incorporated by reference.
Copies are available from University
Microfilms International, 300 North
Zeeb Rd., Ann Arbor, Ml 48106, or avail-
able for inspection at the Office of the
Federal Register, 800 North Capitol
Street, NW., suite 700, Washington, DC
20408.

(3) Residual vinylidene chloride and
residual methyl acrylate in the copoly-
mer in the form in which it will con-
tact food (unsupported film, barrier
layer, or as a copolymer for blending)
will not exceed 10 parts per million and
5 parts per million, respectively, as de-

termined by either a gas
chromatographic method titled ‘‘De-
termination of Residual Vinylidene

Chloride and Methyl Acrylate in Vinyl-
idene Chloride/Methyl Acrylate Co-
polymer Resins and Films,” or, alter-
natively, ‘‘Residual Methyl Acrylate
and Vinylidene Chloride Monomers in
Saran MA/VDC Resins and Pellets by
Headspace @ Gas Chromatography,”
dated March 3, 1986, which are incor-
porated by reference in accordance
with 5 U.S.C. 552(a). Copies are avail-
able from the Center for Food Safety
and Applied Nutrition (HFS-200), Food
and Drug Administration, 200 C St.
SW., Washington, DC 20204, or available
for inspection at the Office of the Fed-
eral Register, 800 North Capitol Street,
NW., suite 700, Washington, DC 20408.
(d) Extractives limitations. The basic
copolymer resin in the form of granules
that will pass through a U.S. Standard
Sieve No. 45 (350 microns) shall meet
the following extractives limitations:
(1) 10-gram samples of the resin,
when extracted separately with 100
milliliters of distilled water at 121 °C
(250 °F) for 2 hours, and 100 milliliters
of n-heptane at 66 °C (150 °F) for 2
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hours, shall yield total nonvolatile ex-
tractives not to exceed 0.5 percent by
weight of the resin.

(2) The basic copolymer in the form
of film when extracted separately with
distilled water at 121 °C (250 °F) for 2
hours shall yield total nonvolatile ex-
tractives not to exceed 0.047 milligram
per square centimeter (0.3 milligram
per square inch).

(e) Conditions of use. The copolymers
may be safely used as articles or com-
ponents of articles intended for use in
producing, manufacturing, processing,
preparing, treating, packaging, trans-
porting, or holding food, including
processing of packaged food at tem-
peratures not to exceed 135 °C (275 °F).

(f) Other specifications and limitations.
The vinylidene chloride-methyl acry-
late copolymers identified in and com-
plying with this section, when used as
components of the food contact surface
of any article that is subject to a regu-
lation in parts 174 through 178 and
§179.45 of this chapter, shall comply
with any specifications and limitations
prescribed by such regulation for the
article in the finished form in which it
is to contact food.

[48 FR 38605, Aug. 25, 1983; 48 FR 50077, Oct.
31, 1983, as amended at 53 FR 47185, Nov. 22,
1988; 54 FR 24898, June 12, 1989]

§177.2000 Vinylidene chloride/methyl
acrylate/methyl methacrylate poly-
mers.

The vinylidene chloride/methyl acry-
late/methyl methacrylate polymers
(CAS Reg. No. 34364-83-5) identified in
paragraph (a) of this section may be
safely used as articles or as a compo-
nent of articles intended for use in con-
tact with food subject to the provisions
of this section.

(a) ldentity. For the purpose of this
section, vinylidene chloride/methyl ac-
rylate/methyl methacrylate polymers
consist of basic polymers produced by
the copolymerization of vinylidene
chloride/methyl acrylate/methyl meth-
acrylate such that the basic polymers
or the finished food-contact articles
meet the specifications prescribed in
paragraph (d) of this section.

(b) Optional adjuvant substances. The
basic vinylidene chloride/methyl acry-
late/methyl methacrylate polymers
identified in paragraph (a) of this sec-
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tion may contain optional adjuvant
substances required in the production
of such basic polymers. These optional
adjuvant substances may include sub-
stances permitted for such use by regu-
lations in parts 170 through 179 of this
chapter, substances generally recog-
nized as safe in food, and substances
used in accordance with a prior sanc-
tion of approval.

(c) Conditions of use. The polymers
may be safely used as articles or as
components of articles intended for use
in producing, manufacturing, process-
ing, preparing, treating, packaging,
transporting, or holding food, including
processing of packaged food at tem-
peratures up to 121 °C (250 °F).

(d) Specifications and limitations. The
vinylidene chloride/methyl acrylate/
methyl methacrylate basic polymers
and/or finished food-contact articles
meet the following specifications and
limitations:

(1)(i) The basic vinylidene chloride/
methyl acrylate/methyl methacrylate
polymers contain not more than 2
weight percent of polymer units de-
rived from methyl acrylate monomer
and not more than 6 weight percent of
polymer units derived from methyl
methacrylate monomer.

(ii) The basic polymers are limited to
a thickness of not more than 0.005 cen-
timeter (0.002 inches).

(2) The weight average molecular
weight of the basic polymer is not less
than 100,000 when determined by gel
permeation chromatography using tet-
rahydrofuran as the solvent. The gel
permeation chromatography is cali-
brated with polystyrene standards. The
basic gel permeation chromatographic
method is described in ANSI/ASTM
D3536-76, which is incorporated by ref-
erence. Copies are available from the
American Society for Testing Mate-
rials, 1916 Race St., Philadelphia, PA
19103, or available for inspection at the
Office of the Federal Register, 800
North Capitol Street, NW., suite 700,
Washington, DC 20408.

(3) The basic polymer or food-contact
article described in paragraph (a) of
this section, when extracted with the
solvent or solvents characterizing the
type of food and under the conditions
of time and temperature characterizing
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